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FOREWORD
The development described in this report is the result of a cooperativeeffort between the Army Materials and Mechanics Research Center and NuclearMetals Division of the Whittaker Corporation under contract DAAG 46-71-C-0148.Particularly the materials concept, choice of materials, and evaluation wereconducted cooperatively. The extrusion development was accomplished principailyby the contractor, while collation and interpretation of results were principallyby AMMRC. The contractor report references are NM-2400. I, August 1971, andNIE-2400.4, October 1971.
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INTRODUCTION

In extrusion, the deformation consists essentially of reduction in area and
unidirectional elongation and in this respect extrusion is a fibering process.
Applied to a mass of powder comprised of two species of particles, the extruded
structure may take the form of discontinuous fibers of one phase, unidirection-
ally aligned in a matrix of another. An importent aspect therein is that the
powder particles become both fibered and consolidated during the single and rela-
tively brief period of flow through the die opening. Implications therefore are
that the method is or can be relatively simple and direct, and thus economical
for the purpos%ý of composite synthesis. Further, there should be little or no
diffusion reaction between fiber and matrix during this process, in view of the
short dwell-time associated with flow through the die opening

In fiber-matrix composite material of this kind, fiber strengthening is
realized only if the fiber material is inherently stronger and/or stiffer than
the matrix material, if the fibers are not degraded by mechanical damage, if
they are not degraded by diffusional reaction, and if the fibers have sufficient
aspect ra,'io and interfacial bond to permit transfer of stress from matrix to
fiber. Attainment of these conditions is a function primarily of the mechanical
and metallurgical characteristics of the materials involved. One object of the
present investigation was to determine whether in fact the coextrusion approach,
as described, could feasibly apply to combinations of nickei or cobalt base super-
alloy and refractory metal to produce a fiber-strengthened superalloy, prricu-
larly for elevated temperature environment.

Particles in such mixtures are not necessarily reduced to fibers in accord-
ance with the applied extrusion reduction ratio, but rather the extent of fiber-
ing depends upon the mutual flow characteristics inherent to the particular
particle species. Thus, a stiff particle in a soft matrix elongates less than
normal for the applied reduction ratio, whereas a soft particle in a stiff ma-
trix deforms erratically and may not become fibered in the sense of the present
composites concept. Fibering is optimnum when flow characteristics of the co-
existing materials are similar. Though this is seldom the case, there usually
exists a temperature for which the flow mismatch is minimum, which is best for
coextrusion. Some of the results of ":e present investigation do show variations
in fibering that are so related.

It is inevitable that the fiber-matrix couple that is capable of being
bonded metallurgically will undergo further diffusional reactivity on additional
exposure to elevated temperature. Of concern is the possibility that mechanical
properties may thereby become degraded, for example, by reaction products that
are brittle, or by dissolution of matrix and/or fiber. But it is also possible
that such reactions could lead to positive results. The materials of the pre-
sent investigation were examined in this respect, and both positive and negative
results were obtained.

Results here are given in two parts, (1) or composite synthesis by the
powder coextrusion approach, and (2) on composite evaluation.



PROCEDURES AND RESULTS

Composite Synthesis by Coextrusion of Powders

Powders

Particles of spherical shape werz employed a5 starting material for purposes
of geometric uniformity. Thus, the extrusion reduction theoretically produces an
ellipsoid of very long major axis, and the geometry approaches that of a fiber.
For a reduction ratio of R, the calculated aspect ratio is R3/2.

Consider a cylindrical element of which d1 = ,1 is an approximation to a

spherical particle, and which deforms homogeneously with the matrix.
1 '2

Reduction Ratio R = D= _ = j _ "'" £2 = RZ1 = Rdl
£2 Rd2

Aspect Ratio AR = - d-d-=-= R-R 2 = R3/ 2

d2 d2

Powders of this kind were produced by the rotating electrode process. The
source material is an electrode in the form of a bar of about 2-1/2-inch diameter
that spins rapidly on its axis as one end is maintained molten by an electric
arc. Liquid particles thus are ejected by the centrifugal force, assume spher-
ical shape in flight, and are rapidly quenched at the end of the flight path.

Materials converted in this way were molybdenum, TZM molybdenum, tungsten,
Pen6 41, Ren6 95, Inco 625, and L-605. Compositions are given in Table I and
mesh analyses in Table II. General appearance is iliustrated in Figure 1. Pow-
der pa'ticle diameters were generally of the order of 4 to 20 mils, as Table II
indicates.

Table I. ALLOY COMPOSITIONS

Element (wt percent)

Alloy Ni Cr Co Mo Ti lFeA1 Si Mn Nb W C Zr

TZM Mo 99.6 0. 0.08
Rene 41 55 18 11 10 3 1
Reng-9s 68 14 8 3.5 2.5 3.5 0.2 0.15 0.15I Inco 625 61 22 9 0.2 3 0.3 0.3 0.2 4
L-605 10 20 53 0.)1 14 15 0.1

Extrusion

Steel cans were filled with blended powders comprised of approximately
30 v/o refractory i.lloy and 70 v/o superalloy; the cans were capped, evacuated,
sealed, and then preheated and extruded as given in Table III. The cans were
initially 3" in diameter by 6" long, and the die opening was !" in diameter, so
that the reduction ratio was 9:1. All billets were siccessfully converted to
rod this way. The rods were cropped and sectioned for further test and evalua-
tion, as described in 7he following.
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Table 1!. POWDER PARTICLE SIZE ANALYSES

Diameter Percent of Pl-ticbs

(mils)* ,'0-14 14-10 _ 7-5 5-i.5 3.5-2.5 <2.5
'to 3.8 55.1 251)110.1 2.9 1.0 0.1

T-71M Mo 0.2 53.3 2S.2, 11.1 3.0 1.1 0.1
Tungsten 6.5 37.3 34.0( 1-1.4 4.8 1.4 0.46
Inco 625 S.s 1S.8 W.2 20.0 13.2 7.6 1.7
Ren6 41 6.8 6.8 32. S 35.8 17.1 5.7 11.6
Rene 95 14.4 27.0 J3.1 152, 12.6 3.5 3.7
L-60 14.0 15.0 j_5 20,0, 8.0 3.5 15.0

*Thousandths of an inch

Figure 1. Spherical powder particles pioduced by iotatinq electiode mneth', . Mag lOX
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Table III. COMPOSITE IDENTIFICATION GIVING FIBER ASPECT RATIOS

Extrusion* Composition Fiber Aspect Ratio

Example Temperatuý7e, 'F Matrix Fibert Approximated

1 2000 Inco 625 Mo 17-30

2 4000 Ren6 41 Mo 16-25

32000 Inco 625 TZM Mo 3-10
4 2000 Ren6 41 TZM Mo 3-17
5 2000 L-605 W 4-10
6 2200 L-605 w 1-2

72000 Ren6 95 W 2-8
82200 Rein6 95 W 1-2

*Billet Diame~ter 3" - Die Opening Diameter 1" -Reduction
Raotio 9:1

t30 Vo.Aume Percent

Fibering

Fibering of the minor j±-.se, as seen for examples 1 through 4 (see Table

III), -, ;1Jlistrated in general by the photomicrographs in Figure 2. Best aspect

ratios, and also the best geometric uniformity of the fibers, are exhibited in

ha 06W.IsmYj

Q . -V1WJqV
, i-I A

Exmpe 1 2 3% -4-1 *-o

Matrix- inco A25 Raei 41 Inco 626 Aeni 41IFiber- Mo Mo TZM Mo TZM Mo

Figure 2. Composites produced by extrusion at 2000 F of blended spherical particles. Mag. 20X
Top - transverse section, bottom -longitudinal section



examples 1 and 2, which are comprised of unalloyed Mo fibers in matrices of Inco
625 and Reng 41. The respective aspect ratios of 17-30 and 16-25 that were meas-
ured from photomicrographs are seen to be a fair approximation of the ideal value
of 27, given by R3/2 for R (reduction ratio) of 9. However, when the fiber was
TZM Mo, as given by examples 3 and 4, fibering was considerably inferior. Aspect
ratios are less, and also fibers appear to have become fragmented. Extrusion
temperature for these four examples was 2000 F. Greater detail of examples 1,
2, 3, and 4 is shown in Figure 3.

Since tungsten is more difficult to flow than Mo or TZM Mo, it was combined
with the stiffer matrix materials L-605 and Rene 95 in examples 5, 6, 7, and 8.
As shown in Figure 4, best fibering was obtained in example S of tungsten in L-
605 matrix, extruded at 2000 F. Fibering was considerably less for tungsten in
combination with Reng 95, as shown for example 7. Raising the extrusion tempera-
ture to 2200 F for both cases resulted in essentially no fibering, as given by
examples 6 and 8. Thus, flow mismatch as related to matrix species is illustrated
by examples 5 and 7, whereas flow mismatch as related to excessive softe-ing of
the matrix, regardless of matrix species, is illustrated by examples 6 and 8.
The indication is that fibering could be improved by lowering extrusion tempera-
tures to less than 2000 F, but this is limited by pressure capabilities of the
extrusion equipment. Examples 5 and 6 are shown in greater detail in Figure 5.

Thus, various degrees of feasibility are demonstrated with respect to attain-
ment of fibering of the reinforcing phase by the present approach. The fiber
aspect ratios in examples 1 and 2 as observed in Figures 2, 3a, and 3b, appear
sufficient for fiber strengthening, though the physical integrity of the fiber
is ,,.,nnm. On the other hand, it appears that fiber strengthening would be
precluded in ýznrples 3 and 4 in view of the fragmented condition of the fibers
shown in Figures 2, 3c, and 3d. For examples 5 and 7, shown in Figure 4, aspect
ratios appear to be insufficient for fiber strengthening.

In all cases, the fiber is seen to be characterized by very irregular surface
geometry and tapered ends. This could be an advantage from the point of view
of (1) increased surface area for transfer of stress from matrix to fiber, and
(2) improved stress field at fiber ends. These geometric characteristics could
make possible the utilization of lesser aspect ratios than normally needed by
smooth and regular fibers for provision of fiber strengthening.

Fvaluation of Extruded Composites

The principal purpose of this evaluation was to determine whether fiber
strengthening was in fact obtained. This appeared to be particularly relevant
to examples 1 and 2, which exhibited best fiber aspect ratios, as shown in Fig-
ures 2, 3a, and 3b. Based on the known properties of the fiber and matrix mate-
rials alone, it was estimated that such strengthening should be most ptevalent at
temperatures above 1500 F (815 C), and would be best indicated by stress rupture
test. It was recognized also, that some degree of fiber-matrix interdiffusion
was inevitable, which could have additional influence on the strength character-
istic. Therefore, stress rupture testing was conducted on materials of various
degrees of fiber-matrix interdiffusion. More specifically, the present evalua-
tion consisted of (1) metallographic examination of samples subjected to particu-
lar thermal exposure, and (2) determination of stress rupture life of sample
materials of such thermal exposures.
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Tranlsverse d. Example 3, Matrix -Rne' 625;- Fiber - TZM Mo Longitudinal

Figure 3. Microstructures of various composites showing fibering
Extrusion temperature: 2000 F, extrusion reduction 9/1 Mag 65X
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Fiber-Matrix Interdiiffusion

Samples taken from the extruded composites, examples 1, 2, 3, 4, 5, and 7
were subjected to additional heating, such that various degrees of fiber-matrix
interdiffusion would occur. The specific thermal history designations then were
(a) as extruded, (b) 1280 F (695 C) in dir for 24 hours, (c) 1780 F (974 C) i-n
air for 24 hours, (d) 2180 F (1195 C) in air for 24 hours. The ensuing micro-
structures are shown in Figure 6.

For composites containing fibers cf eiither Mo or TZM Mo, shown in Figures 6a
through 6d, the extent of interdiffusion for conditions (a).and (b) appears rela-
tively minor, and this extent increases in degree for condition (c) and further
for condition (d). In this c3ntext, the following descriptive terms are employed,
"minor" for (a) and (b), "intermediate" for (c), and "ext-ensive" for (d). Simi-
larly, for composites ccntaining fibers of tungsten, Figures 6e and 6f, the terms
are "minor" for (a), (b), and (c), and "extensive" for (d). These terms then
apply conveniently to the ensuing stress rupture testing described in the remain-
der of the report.

S~.o

,o,

Exmpe 5. 8

%I~W~ 0 -; 60, :~

Example- 5 6

Matrix - L 605 L 605 Rene 95 Fiene
E timded - 2000 F 2200 r 2000 F 2200 F

Figure 4. Co'mposites produced by extrusion of blended spherical particles of tungsten Mag 12X
Top - transverse section, Bottom - longitudinal section.I 8



Transverse a. Example 5; Extrusion Temperature: 2000 F Longitudinal

'41 -4

Al.

~r'a~.~ *.V

q/

01.i'

'~ ~ P

FFr

Is9



As oxtwuecl 1280 F 178D F 28DOF

A-I

If
a. Exml :Uarx no65FbrA

a. Example 3. Matriw-!nco 625 Fiber TMMo

10'-



jr

e.xrue Exampl 5;a) 2180F60 Fbr ugse

f .Exapl 6- arxRnr):FbrTnse

Fiur 6 Dffsin eatii y q fo xmlshae- nara ayn emeaue o 4nus .~g 5



Stress Rupture Testing

jExtruded bar stock of examples 1, 2, 3, 4, 5, and 7 was sectioned to provide
blanks for stress rupture test samples. The blanks were heat treated in conform-
ance with the previously described conditions for fiber-matrix interdiffusion,
and later machined to the test bar configuration shown in Figure 7.

Stress rupture testing was done in air, using conventional equipment, proper-
ly instrumented for temperature control and for automatic recording of rupture
time. In view of the limited number of test samples available, the choice of
tezperature and stress was based on relatively short time failure for the matrix
materials, on the assumption that under thtese conditions, the strength contribu-
tions of the fibers would be most evident. This scope, together with the test
data are sumarized in Table IV.

The presence of fiber is seen to have had various degrees of influence on
the rupture life, and also on the elongation and reduction in area. For those
cases in which the fiber was Mo or TZH Mo, rupture life was generally increased,
particularly in accordance with the history of diffusion pretreatment. The
strengthened materials further are seen to have retained a significant degree
of ductility. However, for those cases in which the fiber was tungsten, a nega-
tive influence by the tungsten is evident.

The influence of these fibers on stress rupture life is shown more clearly
in Table V. Specifically in the case of example 1, the rupture life of the com-
posite was about twice that of the matrix material when the diffusion pretreat-
went was minor, but was over twenty times greater when the extent of diffusion
was increased. The trerd of increasing rupture life with increasing diffusion
is shown also for examples 2, 3. and 4 though to lesser extent. The very out-
standing improvement in 1500 F rupture life for example I is shown graphically in
Figure 8. Figure 9 shows this to be equivalent to a gain of the order of 110 F,
for 100 hours of rupture life at stress of 20 ksi.

Based on the stress rupture data exhibited by example i, Table V, and the
related microstructures shown in Figures 2, 3, and 6, the increases in stress

0.252/0.250 Dia. -3/16 Rad. 1/2- 13 Thread

0.495/0.490 Die.-.

-. , t +

U1, FUIPr fO.200/0.1 90 Dia.

7 1,16 + 3 Ctnter Drill

7- 7/8

Figure 7. Stress rupture specimen
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ruptire life Zpear to have been effected by (1) fiber strengthzuing alone, dem-
onstrated by the case of minor diffusion, and (2) this plus an increment derived
from the fiber-matrix 6iffusion, demonstrated by the cases of more extensive dif-
fusion. Examples 2, 3, and 4, which exhibited inferior fibering, exhibited no
fiber strengthening as demonstrated by cases of minor diffusion, but did exhibit
diffusion strengtheni.g as deuomstrated by cases of more extensive diffusion.

SWU RY ANID CONCLUSIONS

Extrusion basically is a f~bering process which can 'e applied to a mass
of Mended pobders to obtain st:ucture of fibers of one phase contained i~i a
matrix of another. The present work pertains to combinations of refractory metal
fiber incorporated in a superalloy matrix. The present determinations were with
respect to (a) feasibility of the extrusion process to obtain such composites
and (b) evaluation on possible utility of this type composite.

The process was found to be entirely feasible in the sense that al 1 of the
blended powder billets were integrally reduced to rod within the limits of the
extrusion parameters employed. However, feasibility with regard to attainment
of fibering of the reinforcing phase is viewed arbitrarily within the range of
variations encountered. A range for further possibie optimization through
parameter control is indicated.

More specifically, fiber aspect ratios obtained here varied from about 30:1
to less than 2:1. The present composites in tois order of merit were: No fiber
in Inco 625 matrix: M^_ fiber in Reni 41 matrix; TZN No fiber in Inco 625 matrix;
TZM No fiber in Rene 41 matrix; N fiber in L-605 matrix; N fiber in Rene 95 matrix.
In microstructural examination, No fibers appeared intact, but TZM Mo fibers ap-
peared fragmented. In all cases fibers were of irregular surface geometry and
fiber ends were tapered. This geometry is interpreted as beneficial with respect
to fiber strengthening.

In the as-extruded condition, fiber-matrix interdiffusion was minor or
essentially undetected by ordinary optical metallography. The extent of inter-
diffusion was then deliberately increased by additional exposure to elevated
temperature to explore the influence of such microstructural changes on the
material integrity.

Samples so characterized were then tested in stress rupture, in air, at tem-
peratures of 1500 F (815 C) and 1700 F (925 C). In general, increases in stress
rupture life were obtained in materials in which fibers were Mo or TZM Mo, but
not in materials in which fibers were W.

Increases in stress rupture life were greatest in materials in %hich fiber-
ing appeared to be best and ii. which f.ber-matrix interdiffusion was greatest.
This was exemplified best by Nio fiber in Inco 625 matrix.

It is concluded that increases in stress rupturc life were effected by
(11 fiber strengthening alone, demonstrated by cases where interdiffusion was
minor, and (2) this plus an iiicremernt derived from the interdiffusion, demon-
strated by cases where interdiffusion was more extensive. Further details on the
latter are as yet undetermined.
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